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0.40       9.7 11.3 10.7

1.00 10.6 10.5 6.8 10.5 10.7 10.8       

1.10 10.8

1.50 10.4 10.0 10.4 10.2 10.5 10.8       

2.00 10.4 10.6 10.9 10.3 10.7 10.5 10.6 9.5-11 9.1 10.8 7.8 10.8

2.50 8.8 8.0 10.1 7.1 8.2 10.0 7.1 8.0 7.7 10.5 10.5 9.8

3.00 10.8 8.2 10.9 10.6 11.2 11.2 10.8 10.9 11.0 10.9 11.3 11.0

3.25    8.4 11.2 11.0 ** ** ** ** ** 9.7

3.40     ** 4.0 11.3    

3.50 7.5 6.0 8.7 <1 3-4 9.0   11.0 ** ** 10.9

3.75    4.3 11.0 11.1    

4.00 7.6 9.9 9.9 7.8 11.2 10.8 8-10 11.3 11.3 5.2 8.6 11.1

4.40  10.4

4.50 10.0 10.7 10.5 10.3 10.3 11.0

4.60 5.8 9.6 10.8  

4.65 7.8 11.2 11.0

4.80 11.1 11.4

 

* Distance in meters down from top of steel sheet piling. Location of readings

** Steel sheet piling has perforations at this depth.

TABLE 1

ULTRASONIC TEST  RESULTS
LE GOULET SSP WALL INVESTIGATION - STRUCTURE 302 ANDS 304 

HARBOUR SIDE READINGS

BOTTOM 8.2 M BOTTOM 8.2 M BOTTOM 7.3 M BOTTOM 7.0 M

C1 - 302 C2 - 302 C3 - 302 C5 - 302
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1.00 11.1 11.4 12.0 11.5 11.6 11.4 12.2 10.1 11.6    

1.50 11.5 11.4 10.8 11.8 11.8 11.7 12.3 11.7 11.9    

2.00 12.1 12.2 12.4 12.3 12.2 10.7 12.5 12.2 12.0   

2.10          8.9   

2.30             

2.40            7.0

2.50 12.2 10.6 11.9 12.5 11.8 10.7 7.6 11.5 9.8 6.5 7.9  

3.00 6.0 9.1 10.7 7.9 7.3 8.0 11.4 5.9 7.8 6.2 5.6 7.6

3.40       12.5 11.9 11.8    

3.50 6.7 12.0 9.5 12.5 10.5 11.8    7.7 7.8 10.3

4.00    10.1 10.4 11.8    9.7 10.1 10.4

4.50    11.5 10.8 11.8    9.2 5.8 10.8

5.00    11.7 11.0 11.1    10.4 9.2 10.8

5.50    11.7 11.2 11.7    10.1 8.9 10.4

6.00        10.7 8.7 10.7

 11.8 11.5 11.8    

  

 

* Distance in meters down from top of steel sheet piling. Location of readings

** Steel sheet piling has perforations at this depth.

C 9 - 302 C 10 - 302 C 11 - 302 C 12 - 304

BOTTOM 3.6 M BOTTOM 3.85 M BOTTOM 3.6 M BOTTOM 6.1 M

TABLE 1

ULTRASONIC TEST  RESULTS
LE GOULET SSP WALL INVESTIGATION - STRUCTURE 302 ANDS 304 

HARBOUR SIDE READINGS CHANNEL SIDE  READINGS
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0.00          

1.00             

1.50  7.3   

2.00    10.5 9.5-10.7 11.0 10.7 10.8 10.7    

2.50 7.9 9.4  10.5 10.0 9.7 10.4 9.3 10.3 9.4 8.3 9.7

3.00 5.0 7.2 5.5 11.1 10.7 9.4 10.4 9.7 8.3 11.1 11.0 10.6

3.50 8.4 8.0 10.2 6.1 6.0 9.6 7.2 6.9 9.2 5.8 5.5 9.5

4.00 9.4 9.8 10.6 9.4 9.1 10.8 9.9 9.1 10.9 7.8 8.3 10.9

4.50 9.4 9.6 11.4 8.5 8.7 10.8 9.1 10.3 11.0 8.6 7.9 10.1

5.00 8.5 9.8 11.5 9.3 8.2 9.5 10.2 9.1 10.4 8.3 8.9 10.7

5.50 9.5 9.5 11.2 9.5 9.7 10.8 10.4 10.6 9.8 9.8 9.4 11.0

6.00 11.5 11.4 11.6 10.2 10.1 10.8 9.8 11.1 10.4 10.1 10.8 11.2

6.50     10.5 9.2 11.2

6.60  10.7 10.5 10.3 10.8 10.8    

6.70 10.1 10.1 10.7     

7.10    10.1 10.1 11.1

  

 

* Distance in meters down from top of steel sheet piling. Location of readings

** Steel sheet piling has perforations at this depth.

C 1.0 - 302 C 3.0 - 302 C 4.0 - 302 C 5.0 - 302

BOTTOM 6.6 M BOTTOM 6.8 M BOTTOM 6.7 M BOTTOM 7.2 M

TABLE 1

ULTRASONIC TEST  RESULTS
LE GOULET SSP WALL INVESTIGATION - STRUCTURE 302 ANDS 304 

CHANNEL SIDE READINGS
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1.50    11.7 11.0  11.4 11.4 11.4 11.7 11.5 10.4

2.00 9.7 11.0 11.4 11.2 11.1 12.1 12.1 11.5 12.1 12.1 12.0

2.50 11.4 11.5 11.6 11.0 5.6 5.8 10.8 10.5 12.0 12.2 12.1 11.4

2.75       ** ** 9.2 6.0 5.7 8.1

3.00 11.1 6.0 9.2 5.8 6.4 8.9 ** 6.1 10.3 7.2 7.0 8.7

3.25       6.8 8.9 11.3 6.0 8.5 9.4

3.50 6.9 6.8 8.6 9.0 9.5 11.5 8.2 10.4 11.3 11.4 8.9 8.9

4.00 8.3 10.5 11.0 9.2 10.7 11.7 9.4 10.6 10.2 10.3 10.4 11.8

4.50 8.8 10.2 11.1 11.4 12.0 11.9 8.9 10.0 11.4 11.0 11.9 12.0

5.00 10.1 10.6 11.2 10.9 11.4 11.4 10.1 10.4 11.8 11.2 11.3 11.8

5.50 10.0 11.2 11.4 11.7 12.0 11.8 11.5 10.8 11.8 11.2 11.1 11.2

6.00 10.4 11.4 11.4 11.8 11.6 12.0 11.7 11.0 11.1 11.2 11.0 11.4

6.50 10.9 11.2 11.4 12.1 12.3 12.1 11.7 11.2 11.7 11.8 11.4 11.5

7.00 11.0 11.0 11.1        

7.1    11.8 11.5 11.8

  

 

* Distance in meters down from top of steel sheet piling. Location of readings

** Steel sheet piling has perforations at this depth.

TABLE 1

ULTRASONIC TEST  RESULTS
LE GOULET SSP WALL INVESTIGATION - STRUCTURE 302 ANDS 304 

CHANNEL SIDE READINGS

BOTTOM 6.6 M BOTTOM 7.5 M BOTTOM 6.5 MBOTTOM 7.3 M

C 6.0 - 302 C 10.0 - 302 C 11.0 - 302C 5.0.5 - 302
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